Abstract: B 4 C ceramic particulate-reinforced Al 5083 matrix composite with various B 4 C content was fabricated successfully via hot-press sintering under Argon atmosphere. B 4 C particles presented relative high wettability, bonding strength and symmetrical distribution in the Al 5083 matrix. The hardness value, friction coefficient and wear resistance of the composite were higher than those of the Al 5083 matrix. The augment of the B 4 C content resulted in the increase of the friction coefficient and decrease of the wear mass loss, respectively. The 30 wt % B 4 C/Al 5083 composite exhibited the highest wear resistance. At a low load of 50 N, the dominant wear mechanisms of the B 4 C/Al 5083 composite were micro-cutting and abrasive wear. At a high load of 200 N, the dominant wear mechanisms were micro-cutting and adhesion wear associated with the formation of the delamination layer which protected the composite from further wear and enhanced the wear resistance under the condition of high load.
Introduction
Due to the combination properties of high strength, hardness and wear resistance [1] in modern technology, metal matrix composites (MMCs) have many potential applications in the aerospace, automobile and marine industries [2, 3] . Owing to the characteristics of low density, easy workability and high mechanical properties, aluminum alloy is treated as a kind of matrix material in ceramic-reinforced metal matrix composites [4] . As one kind of the most widely used aluminum alloys, the properties of high corrosion resistance, weldability and strength result in the wide use of Al 5083 in practical applications. Because of the potential for good wear resistance, it is worthy to develop the Al 5083 matrix composite.
Among various ceramic particulates used as reinforcement, B 4 C is an attractive reinforcement material because of its good chemical and thermal stability, lower density and higher elastic modulus [5] [6] [7] [8] , which make it the best candidate for the reinforcement of the Al 5083 composite. Moreover, B 4 C has excellent mechanical properties such as high hardness and wear resistance [9] , which increase its practicability in the Al matrix composite. The incorporation of B 4 C and Al alloy provides good physical and mechanical properties [10] , in the way of combining the toughness of the Al alloy 5083 with the hardness of the B 4 C ceramic particulate to improve the wear resistance of the B 4 C ceramic particulate-reinforced Al 5083 composite.
Much research has been done on the fabrication, mechanical properties and wear resistance of ceramic-reinforced Al matrix composites. Wu and co-workers [11] investigated the influence of
Experimental Details

Material
The starting materials were made from commercial powders of Al 5083 aluminum (99.5% puritỹ 48 µm) and boron carbide (99.9% purity~13 µm). Al 5083 powders mixed with 10-30 wt % B 4 C contents were used for the powder blends. In order to remove the impurities in B 4 C and Al 5083 powders, B 4 C and Al 5083 particles were heated to 450 • C and 250 • C for 1 h, respectively. The B 4 C and Al 5083 powders were mixed in a stainless steel container using stainless-steel balls at a low speed (~35 rpm) for 8 h to ensure homogeneity, and then pressed into cylindrical compacts (about 45 mm in diameter and 20 ± 2 mm in length) using a stainless steel die to obtain densities of 65% ± 2% theoretical density. After being dried in a vacuum oven at about 100 • C for 3 h to remove any trace of moisture, the compacts with various B 4 C contents were placed on the bottom of a graphite die. Then the graphite die with compact was put into a self-made vacuum thermal explosion furnace under Argon atmosphere. All of the cylindrical compacts were heated to 650 • C to melt Al 5083 matrix and initiate reaction between B 4 C ceramic particles and Al 5083 matrix. During heating process the temperature of graphite die was measured by an infrared temperature measuring sensor (Asmik, Hangzhou, China). After maintaining the temperature for 10 min at 650 • C, the temperature of graphite die was decreased to the melting point of Al 5083 and in the process of the 10 min. Then the pressure of 3 t was applied on graphite die to increase density of B 4 C/Al 5083 composite. After keeping the pressure for 5 min and then cooling the sample down, the composite was ready for metallographic and wear experiments. In order to exhibit changes in wear resistance of B 4 C/Al 5083 composite, the pure Al 5083 matrix was fabricated under the same preparation conditions.
Metallographic Experiment
Metallographic sample with dimension of 10 mm × 10 mm × 10 mm (Length × Width × Thickness) was prepared by a wire-electrode cutting machine (Huawei CNC Machine Tool Manufacture Co. Ltd., Taizhou, China) to carry out metallography experiment. The samples were polished to get a smooth surface and etched by Keller's reagent (1 vol. % HF + 1.5 vol. % HCl + 2.5 vol. % HNO 3 + 95 vol. % H 2 O). After ultrasonically clean in alcohol for 10 min, the specimens were dried in hot air to obtain a clean surface.
Wear Test
The hardness of samples was measured according to the Brinell hardness tester (MHBD-3000P, Shanghai Jujing Precision Instrument Manufacturing Co., Ltd., Shanghai, China) by applying a load of 100 g for 5 s. The average value of the hardness was obtained from six individual measurements.
After hardness test, the dry-sliding wear test was conducted using a high-temperature friction and wear tester (Model MG-2000, Xuanhua Kehua Testing Machine Manufacturing Co., Ltd., Zhangjiakou, China) in a pin-on-disk contact configuration at room temperature of about 26 • C and relative humidity of 30%. The B 4 C/Al 5083 composite was cut into cylindrical pins with dimension of Φ6 mm × 15 mm by wire-electrode cutting machine (Huawei CNC Machine Tool Manufacture Co. Ltd., Taizhou, China). The disk with dimension of Φ70 mm × 15 mm was made of 4Cr5MoSiV1 (AISI H13) with hardness of 50 ± 1 HRC and surface roughness of Ra = 0.8 µm. The pins were grounded to get the smooth surface. Both pins and discs were ultrasonically cleaned in ethyl alcohol for 10 min and then dried in hot air to remove the rust and obtain clean surface. The pin was loaded against the disk with a dead-weight loading system. To investigate the effect of different loads on the wear morphology and mechanism of B 4 C/Al 5083 composite, the friction and wear experiments were conducted at the loads of 50 N, 100 N, 150 N and 200 N (at a constant rotation rate of 200 rpm and wear time of 10 min), respectively. The friction coefficient can be recorded automatically by the software (Xuanhua Kehua Testing Machine Manufacturing Co., Ltd., Zhangjiakou, China) of wear tester. An electronic balance with the precision of 0.01 mg was used to weight the wear mass loss, which was applied to assess the anti-wear property. The average value of the three parallel test results was calculated.
In order to investigate the wear mechanism of B 4 C/Al 5083 composite, the metallographic phase, microstructure and wear surface of composite were examined using scanning electron microscopy (SEM) (Model Evo18, Carl Zeiss, Oberkochen, Germany) together with energy-dispersive spectrometry (EDS) (Model Oxford Instruments, Oxford, UK). The phase components were identified using X-ray diffraction (XRD) (Model D/Max 2500PC, Rigaku, Tokyo, Japan). B4C/Al 5083 composites with 10-30 wt % B4C contents were successfully fabricated using the hot-press sintering method under Argon atmosphere. As shown in Figure 1 , the B4C/Al 5083 composite exhibits a relatively higher compactness. Only a few pores can be observed in the local region, which reflects the advantage of hot-press sintering and builds the base of high wear resistance. The metallography of the B4C/Al 5083 composite with 10 wt % and 30 wt % B4C content is given in Figure 2a ,b, respectively. Variation of the B4C content has a significant effect on the corresponding metallography of the composite. B4C particles present a relatively symmetrical distribution in the Al 5083 matrix. No accumulation and macro-segregation phenomena exist in the B4C/Al 5083 composite. The fracture morphologies and corresponding EDS analysis of 10-30 wt % B4C/Al 5083 composite are shown in Figure 3 . After the operation of mechanical fracture, the pits resulting from the extraction of B4C exist on the fracture surface. B4C with a similar particle size presents a uniform distribution in the Al 5083 matrix. Variation of the B4C significantly affects the fracture morphology. With the increase of the B4C content, the number of pits increases clearly. Moreover, the B4C particles show a high bonding strength with the Al 5083 matrix, which exhibits the high wettability of B4C. The EDS analysis of 30 wt % B4C/Al 5083 composite indicates that the elements in the line scanning area of Figure 3c Halverson and co-workers [20] declared the reaction behavior between B4C and the Al matrix in detail. In the hot-press sintering process, B4C reacted with Al 5083, forming the B13C2, Al3BC and Al4C3. The elements that exist in the products are similar to the EDS results in Figure 3d . These interfacial reactions are considered as the driving force to enhance the wettability of B4C in the Al 5083 matrix. Halverson and co-workers [20] declared the reaction behavior between B4C and the Al matrix in detail. In the hot-press sintering process, B4C reacted with Al 5083, forming the B13C2, Al3BC and Al4C3. The elements that exist in the products are similar to the EDS results in Figure 3d . These interfacial reactions are considered as the driving force to enhance the wettability of B4C in the Al 5083 matrix. The result of Figure 4 confirms the existence of B4C in the reacted B4C/Al 5083 composite from the point view of phase identification. Based on Figures 1-4 , the B4C-reinforced Al 5083 matrix composite was fabricated successfully by hot-press sintering under Argon atmosphere. The steady phase components play an important role in bonding strength and wear resistance. Therefore, based on the characteristics of microstructure and phase components, the wear resistance of the B4C/Al 5083 composite was investigated.
Hardness
Microhardness values of the pure Al 5083 matrix and 10-30 wt % B4C/Al 5083 composite are shown in Figure 5 . Al 5083 matrix owns the minimal hardness value (45.7 HB). The microhardness values of 10-30 wt % B4C/Al 5083 composites are 48.5 HB, 66.7 HB and 110.5 HB, respectively. When the B4C content increases from 10 wt % to 30 wt %, the hardness value increases gradually, which can be attributed to the increase of the ceramic content.
Wear resistance of the composites is influenced by many factors such as the ceramic content, hardness value, interface bonding and so on. Variation of the B4C content significantly affects the microstructure and hardness of the B4C/Al 5083 composite. In order to investigate the influence of the B4C content on the wear resistance property and wear mechanism of the B4C/Al 5083 composite, dry-sliding wear tests with different loads were conducted. The result of Figure 4 confirms the existence of B 4 C in the reacted B 4 C/Al 5083 composite from the point view of phase identification. Based on Figures 1-4 , the B 4 C-reinforced Al 5083 matrix composite was fabricated successfully by hot-press sintering under Argon atmosphere. The steady phase components play an important role in bonding strength and wear resistance. Therefore, based on the characteristics of microstructure and phase components, the wear resistance of the B 4 C/Al 5083 composite was investigated.
Microhardness values of the pure Al 5083 matrix and 10-30 wt % B 4 C/Al 5083 composite are shown in Figure 5 . Al 5083 matrix owns the minimal hardness value (45.7 HB). The microhardness values of 10-30 wt % B 4 C/Al 5083 composites are 48.5 HB, 66.7 HB and 110.5 HB, respectively. When the B 4 C content increases from 10 wt % to 30 wt %, the hardness value increases gradually, which can be attributed to the increase of the ceramic content.
Wear resistance of the composites is influenced by many factors such as the ceramic content, hardness value, interface bonding and so on. Variation of the B 4 C content significantly affects the microstructure and hardness of the B 4 C/Al 5083 composite. In order to investigate the influence of the B 4 C content on the wear resistance property and wear mechanism of the B 4 C/Al 5083 composite, dry-sliding wear tests with different loads were conducted. Figure 6a shows the variation of the friction coefficient of the Al 5083 matrix and 10-30 wt % B4C/Al 5083 composite varying with applied load at a rotation rate of 200 rpm, respectively. From Figure 6a it can be found that the friction coefficients of B4C/Al 5083 composites are higher than that of the Al 5083 matrix, and the friction coefficients of all composites are in the range of 0.40-0.60. With the increase of the B4C content, the friction coefficient of the B4C/Al 5083 composite increases measurably. Figure 6b shows the wear mass loss of the Al 5083 matrix and 10-30 wt % B4C/Al 5083 composite varying with applied load. From Figure 6b it can be seen that the wear mass loss of the B4C/Al 5083 composites is lower than that of the Al 5083 matrix, which indicates the higher wear resistance of the B4C/Al 5083 composite. Moreover, the composite with 30 wt % B4C content shows the best anti-wear property. With the increase of the B4C content, the wear mass loss increases monotonously, which means that the B4C content significantly affects the wear resistance of the composite.
Wear Behavior
Hardness was the key point for enhancing the wear resistance of the B4C/Al 5083 composite. The existence of B4C particles significantly strengthened the hardness of the composite, resulting in the low wear mass loss of the composite, as shown in Figure 6b . With the increase of the B4C content, the wear mass loss of the composites increased, which can be owed to the combination of hardness and metallurgy bonding between reinforcements and the Al 5083 matrix. With the increase of the B4C content, the contact area between the reinforcement and Al 5083 matrix increased, the interface reactions between B4C and Al 5083 maintained the high bonding strength of the composites. B4C played the load-bearing role during the dry-sliding process. The absence of reinforcement resulted in the highest wear mass loss of the Al 5083 matrix. During the wear process the high amount of B4C content resulted in high hardness, which led to the lowest wear mass loss of the composite with 30 wt % B4C. The existence of pores decreased the bonding strength of B4C in the composites. After the wear experiment was conducted for a moment, the Al 5083 that was around the ceramic particulates wore out firstly, leading to the decrease of the real contact area and the adhesion between counterparts. The wear model was changed from sliding wear to rolling wear by the desquamated B4C particles which are around the pores. The decrease of the real contact area, adhesion and the change of wear model resulted in the decrease of friction force and increased the friction coefficient, as shown in Figure 6a . The strong bonding and high hardness value led to the lesser amount of Figure 6b it can be seen that the wear mass loss of the B 4 C/Al 5083 composites is lower than that of the Al 5083 matrix, which indicates the higher wear resistance of the B 4 C/Al 5083 composite. Moreover, the composite with 30 wt % B 4 C content shows the best anti-wear property. With the increase of the B 4 C content, the wear mass loss increases monotonously, which means that the B 4 C content significantly affects the wear resistance of the composite.
Hardness was the key point for enhancing the wear resistance of the B 4 C/Al 5083 composite. The existence of B 4 C particles significantly strengthened the hardness of the composite, resulting in the low wear mass loss of the composite, as shown in Figure 6b . With the increase of the B 4 C content, the wear mass loss of the composites increased, which can be owed to the combination of hardness and metallurgy bonding between reinforcements and the Al 5083 matrix. With the increase of the B 4 C content, the contact area between the reinforcement and Al 5083 matrix increased, the interface reactions between B 4 C and Al 5083 maintained the high bonding strength of the composites. B 4 C played the load-bearing role during the dry-sliding process. The absence of reinforcement resulted in the highest wear mass loss of the Al 5083 matrix. During the wear process the high amount of B 4 C content resulted in high hardness, which led to the lowest wear mass loss of the composite with 30 wt % B 4 C. The existence of pores decreased the bonding strength of B 4 C in the composites. After the wear experiment was conducted for a moment, the Al 5083 that was around the ceramic particulates wore out firstly, leading to the decrease of the real contact area and the adhesion between counterparts. The wear model was changed from sliding wear to rolling wear by the desquamated B 4 C particles which are around the pores. The decrease of the real contact area, adhesion and the change of wear model resulted in the decrease of friction force and increased the friction coefficient, as shown in Figure 6a . The strong bonding and high hardness value led to the lesser amount of desquamated ceramic, resulting in the highest friction coefficient of the 30 wt % B 4 C/Al 5083 composite. 
Wear Surface
Figure 7a-h exhibit the SEM micrographs and the corresponding magnified morphology of the worn surfaces of the Al 5083 matrix and B4C/Al 5083 composites at the low load of 50 N, respectively. Compared with the Al 5083 matrix, the B4C/Al 5083 composites show lighter scratch severity. At the low load of 50 N, the worn surfaces of the composites are characterized by a lot of long continuous grooves and wear debris. The magnified morphology expresses the wear mechanism of the B4C/Al 5083 composite at low applied load further. The large amount of granular wear debris and grooves declare that the dominant wear mechanisms are micro-cutting and abrasive wear, as shown in Figure 7d ,f,h.
When the applied load increases to 200 N, besides grooves and granular wear debris, many delamination layers adhere on the worn surfaces, as shown in Figure 8a ,c,e,g. At the applied load of 200 N, the deformation of the worn surface of B4C/Al 5083 composites indicates the presence of serious wear progress. The magnified morphology of the worn surfaces of B4C/Al 5083 composites, as shown in Figure 8d ,f,h, exhibits the characteristic of a large amount of granular wear debris under the applied loads of 200 N, which is similar to that at 50 N. Compared with the magnified micrographs at 50 N, typical forms of grooves and delamination layers on worn surfaces illustrate the dominant wear mechanisms of micro-cutting and adhesive wear at a high applied load of 200 N. The relative slight delamination layer phenomenon of the 30 wt % B4C/Al 5083 composite shows the relatively higher wear resistance, which is similar to the result in Figure 6a .
The contact characteristics between the pin and disc were changed by the existence of the hard reinforcement of B4C. Due to the hardness disparity between the reinforcement and matrix, the Al 5083 matrix was worn out firstly. During the wear process, wear debris were removed and pushed into the ridges along the sides of the sliding direction, which forms the appearance of grooves. The deficiency of the Al 5083 matrix enhanced the load-bearing role of the B4C ceramic particulates and increased its desquamation possibility. The desquamated B4C and Al 5083 matrix changed the wear behaviors and formed the dominant wear mechanism of abrasive wear. With the increase of the applied load, the dominant wear mechanism of the B4C/Al 5083 composite changed from abrasive wear to adhesion wear. In the wear system composed by the pin and disc, the Al 5083 matrix was desquamated by the shear stress, resulting in the plastic deformation of the B4C/Al 5083 composite periodically. Stress concentration resulting from the plastic deformation between the pin and disc led to the delamination layer phenomenon of adhesion wear, which protected the composite from further friction and enhanced the wear resistance of the B4C/Al 5083 composite, as shown in Figure  8 . Considering of the economy, efficiency and high wear resistance, the B4C/Al 5083 composite The contact characteristics between the pin and disc were changed by the existence of the hard reinforcement of B 4 C. Due to the hardness disparity between the reinforcement and matrix, the Al 5083 matrix was worn out firstly. During the wear process, wear debris were removed and pushed into the ridges along the sides of the sliding direction, which forms the appearance of grooves. The deficiency of the Al 5083 matrix enhanced the load-bearing role of the B 4 C ceramic particulates and increased its desquamation possibility. The desquamated B 4 C and Al 5083 matrix changed the wear behaviors and formed the dominant wear mechanism of abrasive wear. With the increase of the applied load, the dominant wear mechanism of the B 4 C/Al 5083 composite changed from abrasive wear to adhesion wear. In the wear system composed by the pin and disc, the Al 5083 matrix was desquamated by the shear stress, resulting in the plastic deformation of the B 4 C/Al 5083 composite periodically. Stress concentration resulting from the plastic deformation between the pin and disc led to the delamination layer phenomenon of adhesion wear, which protected the composite from further friction and enhanced the wear resistance of the B 4 C/Al 5083 composite, as shown in Figure 8 . Considering of the economy, efficiency and high wear resistance, the B 4 C/Al 5083 composite fabricated via the hot-press sintering route can be widely used in practical applications of the wear resistance field.
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Conclusions
In this study, the microstructure, phase component and wear mechanism of B4C ceramic particulate-reinforced Al 5083 composites with various B4C contents fabricated via a hot-press sintering route were studied. The conclusions are described as follows:
(1) A B4C/Al 5083 composite with a relatively higher density was fabricated successfully. B4C particles presented a relatively homogeneous distribution in the Al 5083 matrix. No severe particle segregation phenomenon existed in the composite.
(2) The B13C2, Al3BC and Al4C3 phases were detected from XRD patterns, suggesting B4C particles have reacted with the Al5083 matrix, which enhanced the wettability of the B4C in the matrix. 
In this study, the microstructure, phase component and wear mechanism of B 4 C ceramic particulate-reinforced Al 5083 composites with various B 4 C contents fabricated via a hot-press sintering route were studied. The conclusions are described as follows:
(1) A B 4 C/Al 5083 composite with a relatively higher density was fabricated successfully. B 4 C particles presented a relatively homogeneous distribution in the Al 5083 matrix. No severe particle segregation phenomenon existed in the composite. were micro-cutting and abrasive wear. At a high load of 200 N, the dominant wear mechanisms were micro-cutting and adhesion wear. The adhesion wear was associated with the formation of a delamination layer, which protected the composite from further wear and enhanced the wear resistance.
